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1
VARIFOCAL LENS

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application is a divisional application of U.S. patent
application Ser. No. 13/719,339, filed on Dec. 19, 2012,
which claims priority from Korean Patent Application No.
10-2012-0012536, filed on Feb. 7, 2012, in the Korean
Intellectual Property Office, the disclosures of which are
incorporated herein in their entirety by reference.

BACKGROUND

1. Field

The present disclosure relates to varifocal lenses.

2. Description of the Related Art

A lens is an instrument for concentrating or distributing
light according to properties whereby light is refracted at a
boundary surface between different media with different
refractive indexes and is a basic component of various
imaging devices such as cameras.

A focal length of a lens is determined according to a
curvature of a lens surface and a material of a lens. Recently,
demand for a lens system having a varifocal function for
obtaining better images has increased. A varifocal function
is used for an autofocusing operation or a zooming operation
and is performed by mechanically moving some lenses
constituting a lens system by using a motor or the like or by
changing a curvature of a lens surface by using a liquid lens.

Recently, there has been increased interest in techniques
for using a liquid crystal as an optical lens by electrically
controlling the operation thereof. Liquid crystal molecules
are aligned along the direction of an electric field. Since the
refractive index in a major axis direction is generally dif-
ferent from the refractive index in a minor axis direction in
the case of liquid crystal molecules, the liquid crystal
molecules have various refractive indexes according to their
alignment states. In particular, if a boundary surface, where
the refractive index changes due to the alignment of liquid
crystal molecules, is curved, the liquid crystal molecules
refract light transmitted thereto, thereby acting as an optical
lens.

SUMMARY

Additional aspects will be set forth in part in the descrip-
tion which follows and, in part, will be apparent from the
description, or may be learned by practice of the exemplary
embodiments.

According to an aspect of an exemplary embodiment, a
varifocal lens includes a first liquid crystal layer; a first
electrode portion disposed below the first liquid crystal layer
and having a flat shape; a first non-uniform electric field
generation unit (e.g. electric field generator) for generating
a non-uniform electric field in the first liquid crystal layer
together with the first electrode portion, and comprising a
second electrode portion having a flat shape.

The first non-uniform electric field generation unit may
further include a first resistance layer disposed between the
second electrode portion and the first liquid crystal layer.

The first resistance layer may be formed of a semicon-
ductor, an insulator, or a conductive polymer.

The first resistance layer may be configured to have an
inhomogeneous resistivity. In this case, the first electrode
portion may be shaped so as to face an entire lower surface
of the first liquid crystal layer, and the second electrode
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portion may be shaped so as to face the entire upper surface
of'the first liquid crystal layer. In addition, at least one of the
first electrode portion and the second electrode portion may
have a structure in which a plurality of electrodes are spaced
apart from each other and are arranged to have an overall flat
structure. For example, at least one of the first electrode
portion and the second electrode portion may have a struc-
ture in which a plurality of electrodes each having a fan
shape are spaced apart from each other to form a circular
shape.

The first resistance layer may be formed of a semicon-
ductor or an insulator including a plurality of impurities that
are conductive carriers, and the impurities may be irregu-
larly distributed in the semiconductor or the insulator.

The first resistance layer may have a structure in which a
plurality of material layers with different resistivity are
perpendicularly stacked or horizontally arranged on an
upper surface of the first liquid crystal layer.

The first electrode portion may be shaped so as to face an
entire lower surface of the first liquid crystal layer, and the
second electrode portion may be shaped such that an open-
ing is formed in a central portion of the second electrode
portion and the second electrode portion faces an edge
portion of an upper surface of the first liquid crystal layer.

At least one of the first electrode portion and the second
electrode portion may have a structure in which a plurality
of electrodes are spaced apart from each other and are
arranged to have an overall flat structure. For example, the
first electrode portion may have a structure in which a
plurality of electrodes each having a fan shape are spaced
apart from each other to form a circular shape. The second
electrode portion may have a structure in which a plurality
of electrodes that are each shaped like a fan of which an apex
portion is cut and are spaced apart from each other to form
a ring shape.

The first non-uniform electric field generation unit may
further include a third electrode portion that is spaced apart
from the second electrode portion and has a different flat
shape from that of the second electrode portion.

The first non-uniform electric field generation unit may
further include a first nanostructure layer disposed between
the second electrode portion and the first liquid crystal layer
and comprising a plurality of nano structures.

Each of the plurality of nano structures may include any
one of carbon nanotube (CNT), gold nanowire, ZnO
nanowire, and Si nanowire.

The plurality of nano structures has a non-uniform or
uniform length distribution.

The varifocal lens may further include a second liquid
crystal layer disposed below the first electrode portion; and
a second non-uniform electric field generation unit for
generating a non-uniform electric field in the second liquid
crystal layer together with the first electrode portion, and
comprising a third electrode portion having a flat shape.

The second non-uniform electric field generation unit may
further include a second resistance layer disposed between
the second liquid crystal layer and the third electrode
portion.

The second non-uniform electric field generation unit may
further include a second nanostructure layer disposed
between the second liquid crystal layer and the third elec-
trode and comprising a plurality of nano structures.

BRIEF DESCRIPTION OF THE DRAWINGS

These and/or other aspects will become apparent and
more readily appreciated from the following description of
the embodiments, taken in conjunction with the accompa-
nying drawings of which:
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FIG. 1 is a cross-sectional view of a varifocal lens
according to an exemplary embodiment;

FIG. 2 is a plan view for explaining an exemplary shape
of a first electrode portion included in the varifocal lens of
FIG. 1, according to an aspect exemplary embodiment;

FIG. 3 is a plan view for explaining an exemplary shape
of a second electrode portion included in the varifocal lens
of FIG. 1, according to an aspect of an exemplary embodi-
ment;

FIG. 4 is a conceptual diagram for explaining a difference
between refractive indexes, which are generated in a first
liquid crystal layer of the varifocal lens of FIG. 1 according
to a voltage between a first electrode portion and a second
electrode portion in the varifocal lens of FIG. 1, according
to an aspect of an exemplary embodiment;

FIG. 5 is a plan view of a first electrode portion included
in the varifocal lens of FIG. 1, according to another aspect
of an exemplary embodiment;

FIG. 6 is a plan view of a second electrode portion
included in the varifocal lens of FIG. 1, according to another
aspect of an exemplary embodiment;

FIG. 7 is a cross-sectional view of a varifocal lens
according to another exemplary embodiment;

FIG. 8 is a cross-sectional view of a varifocal lens
according to another exemplary embodiment;

FIG. 9 is a cross-sectional view of a varifocal
according to another exemplary embodiment;

FIG. 10 is a cross-sectional view of a varifocal
according to another exemplary embodiment;

FIG. 11 is a cross-sectional view of a varifocal
according to another exemplary embodiment

FIG. 12 is a cross-sectional view of a varifocal
according to another exemplary embodiment;

FIG. 13 is a cross-sectional view of a varifocal
according to another exemplary embodiment;

FIG. 14 is a cross-sectional view of a varifocal
according to another exemplary embodiment;

FIG. 15 is a cross-sectional view of a varifocal
according to another exemplary embodiment; and

FIG. 16 is a cross-sectional view of a varifocal
according to another exemplary embodiment.

lens
lens
lens
lens
lens
lens
lens

lens

DETAILED DESCRIPTION

Reference will now be made in detail to exemplary
embodiments, examples of which are illustrated in the
accompanying drawings, wherein like reference numerals
refer to like elements throughout. In the drawings, the sizes
of elements are exaggerated for clarity and convenience of
understanding. Also, the exemplary embodiments may have
different forms and should not be construed as being limited
to the descriptions set forth herein. Accordingly, the exem-
plary embodiments are merely described below, by referring
to the figures, to explain aspects of the present description.
Expressions such as “at least one of,” when preceding a list
of elements, modify the entire list of elements and do not
modify the individual elements of the list.

FIG. 1 is a cross-sectional view of a varifocal lens 100
according to an exemplary embodiment. FIG. 2 is a plan
view for explaining an exemplary shape of a first electrode
portion 120 included in the varifocal lens 100 of FIG. 1,
according to an exemplary embodiment. FIG. 3 is a plan
view for explaining an exemplary shape of a second elec-
trode portion 170 included in the varifocal lens 100 of FIG.
1, according to an exemplary embodiment. FIG. 4 is a
conceptual diagram for explaining a difference between
refractive indexes, which are generated in a first liquid
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4

crystal layer 140 of the varifocal lens 100 of FIG. 1
according to a voltage between the first electrode portion
120 and the second electrode portion 170 in the varifocal
lens 100 of FIG. 1, according to an exemplary embodiment.

The varifocal lens 100 includes the first liquid crystal
layer 140, the first electrode portion 120 disposed below the
first liquid crystal layer 140 and having a flat shape, and a
non-uniform electric field generation unit for generating a
non-uniform electric field in the first liquid crystal layer 140
together with the first electrode portion 120, and including
the second electrode portion 170 having a flat shape.

The first liquid crystal layer 140 includes a plurality of
liquid crystal molecules. When an electric field is generated
in the first liquid crystal layer 140, the liquid crystal mol-
ecules are aligned according to a direction of the electric
field. In this case, the liquid crystal molecules have different
refractive indexes of, for example, about 1.53 to about 1.79
according to directions in which the liquid crystal molecules
are aligned. If the liquid crystal molecules are aligned in the
same direction, a boundary surface at which a refractive
index is changed is not formed in the first liquid crystal layer
140. In addition, in order to constitute such a boundary
surface, a non-uniform electric field needs to be generated
such that liquid crystal molecules are aligned in different
directions according to their positions in the first liquid
crystal layer 140. To this end, the varifocal lens 100 includes
a non-uniform electric field generation unit.

A structure of the varifocal lens 100 will be described in
detail with reference to FIGS. 1 through 3.

The first electrode portion 120 having a flat shape is
disposed on a first substrate 110 and the first liquid crystal
layer 140 is disposed on the first electrode portion 120. The
first liquid crystal layer 140 is encapsulated by a first spacer
130. A second substrate 180 is disposed above the first liquid
crystal layer 140, wherein the second electrode portion 170
facing the first liquid crystal layer 140 is disposed on a lower
surface of the second substrate 180. In addition, a first
resistance layer 150 may be further disposed between the
second electrode portion 170 and the first liquid crystal layer
140.

The first substrate 110 and the second substrate 180 may
be formed of a transparent material, for example, glass or a
transparent plastic material.

In order to generate a non-uniform electric field in the first
liquid crystal layer 140, the first electrode portion 120 and
the second electrode portion 170 may have different shapes.
For example, the first electrode portion 120 may be shaped
s0 as to face an entire lower surface of the first liquid crystal
layer 140 and the second electrode portion 170 may be
shaped such that an opening is formed in a central portion of
the second electrode portion 170 and the second electrode
portion 170 faces an edge portion of an upper surface of the
first liquid crystal layer 140. As shown in FIGS. 2 and 3, the
first electrode portion 120 and the second electrode portion
170 may have a circular shape and a ring shape, respectively
but the present embodiment is not limited thereto.

The first electrode portion 120 and the second electrode
portion 170 may be formed of a transparent electrode
material.

The first resistance layer 150 may be formed of a semi-
conductor, an insulator, or a conductive polymer and may be
configured so as to have a homogeneous resistivity or an
inhomogeneous resistivity.

In order to have the inhomogeneous resistivity, the first
resistance layer 150 may be formed of a semiconductor or an
insulator including a plurality of impurities such as conduc-
tive carriers and the impurities may be irregularly distributed
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in the semiconductor or the insulator. Alternatively, in order
to have the inhomogeneous resistivity, the first resistance
layer 150 may include a plurality of material layers with
different resistivity and may have, for example, a structure
in which the material layers are perpendicularly stacked or
horizontally arranged on an upper surface of the first liquid
crystal layer 140.

A shape of the second electrode portion 170 or a material
of the first resistance layer 150 may be determined in
consideration of a shape of a surface of a lens to be formed
in the first liquid crystal layer 140. As shown in FIG. 4, when
a voltage is applied between the first electrode portion 120
and the second electrode portion 170, a difference in refrac-
tive indexes may be generated in the first liquid crystal layer
140 and varies according to an electric field at positions in
the first liquid crystal layer 140. A boundary surface at which
a difference in refractive indexes occurs may constitute a
lens surface. A shape of a graph shown in FIG. 4 is changed
according to a voltage V applied between the first electrode
portion 120 and the second electrode portion 170. A pattern
of the graph shown in FIG. 4 may be minutely adjusted
according to the shape of the second electrode portion 170,
for example, the size of the opening or the distribution of the
resistivity of the first resistance layer 150 may be adjusted.

Thus far, a case where each of the first electrode portion
120 and the second electrode portion 170 includes a single
electrode has been described. However, the present embodi-
ment is not limited thereto. For example, at least one of the
first electrode portion 120 and the second electrode portion
170 may have a structure in which a plurality of electrodes
are spaced apart from each other and are arranged to have an
overall flat structure.

FIG. 5 is a plan view of a first electrode portion 121
included in the varifocal lens 100 of FIG. 1, according to
another aspect of an exemplary embodiment. FIG. 6 is a plan
view of a second electrode portion 171 included in the
varifocal lens 100 of FIG. 1, according to another aspect of
an exemplary embodiment.

The first electrode portion 121 may have a structure in
which a plurality of electrodes E1, each having a fan shape
or triangular shape, are spaced apart from each other to form
a circular shape. In addition, the second electrode portion
171 may have a structure in which a plurality of electrodes
E2 are each shaped like a fan or triangle of which an apex
portion is cut and are spaced apart from each other to form
a ring shape.

The structures of the first electrode portion 121 and the
second electrode portion 171 are used to control refractive
indexes differently according to regions obtained by divid-
ing the first liquid crystal layer 140 and may be used in, for
example, a lens for treating astigmatism.

The shapes of the first electrode portion 121 and the
second electrode portion 171 shown in FIGS. 5 and 6 and the
shapes of the first electrode portion 120 and the second
electrode portion 170 shown in FIGS. 2 and 3 may be
combined in various ways and may be applied to the
varifocal lens 100 of FIG. 1. For example, the first electrode
portion 120 having a flat circular shape and the second
electrode portion 171 including a plurality of electrodes that
are each shaped like a fan of which an apex portion is cut
may be used together. The first electrode portion 121 includ-
ing a plurality of electrodes each having a fan shape and the
second electrode portion 170 having a ring shape may be
used together, or alternatively, the first electrode portion 121
including a plurality of electrodes each having a fan shape
and the second electrode portion 171 including a plurality of
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electrodes that are each shaped like a fan of which an apex
portion is cut may be used together.

FIG. 7 is a cross-sectional view of a varifocal lens 200
according to another exemplary embodiment.

The varifocal lens 200 is different from the varifocal lens
100 of FIG. 1 in that the varifocal lens 200 does not include
a resistance layer. That is, a non-uniform electric field may
be generated in the first liquid crystal layer 140 by the first
electrode portion 120 and the second electrode portion 170
that have different shapes. When a range in which a lens
surface formed by controlling an applied voltage is appro-
priate, a resistance layer used in FIG. 1 may be omitted.

FIG. 8 is a cross-sectional view of a varifocal lens 300
according to another exemplary embodiment.

The varifocal lens 300 is different from the varifocal lens
200 of FIG. 7 in that the varifocal lens 300 further includes
a third electrode portion 190. That is, the varifocal lens 300
further includes the third electrode portion 190 that is spaced
apart from the second electrode portion 170 and has a
different flat shape from the second electrode portion 170.
The third electrode portion 190 is formed to minutely adjust
the non-uniform electric field distribution generated in the
first liquid crystal layer 140 and is shaped so as to face an
entire portion of the first liquid crystal layer 140, as shown
in FIG. 8. However, this is just an example. For example, an
opening may be formed in the third electrode portion 190.

FIG. 9 is a cross-sectional view of a varifocal lens 400
according to another exemplary embodiment.

The varifocal lens 400 is obtained by adding the third
electrode portion 190 of FIG. 8 to the varifocal lens 100 of
FIG. 1.

Electrode portions of the varifocal lenses 200, 300, and
400 of FIGS. 7 through 9 may be modified as described with
reference to FIG. 1. That is, at least one of the first electrode
portion 120 and the second electrode portion 170 may have
an overall flat structure in which a plurality of electrodes are
spaced apart from each other. In addition, the shapes of the
first electrode portions 120 and 121 and the second electrode
portions 170 and 171 shown in FIGS. 2, 3, 5, and 6 may be
combined in various ways.

FIG. 10 is a cross-sectional view of a varifocal lens 500
according to another exemplary embodiment.

The varifocal lens 500 is different from the varifocal lens
100 of FIG. 1 in that the varifocal lens 500 includes a second
electrode portion 570 having the same shape as the first
electrode portion 120 and a first resistance layer 550 having
an inhomogeneous resistivity. In general, when a voltage is
applied between two flat type electrodes, since an almost
homogeneous electric field is generated between the elec-
trodes, the first resistance layer 550 having an inhomoge-
neous resistivity may be used to generate a non-uniform
electric field in the first liquid crystal layer 140.

The first resistance layer 550 may be formed of a semi-
conductor or an insulator including a plurality of impurities
such as conductive carriers and the impurities may be
irregularly distributed in the semiconductor or the insulator.
Alternatively, the first resistance layer 550 may have a
structure in which a plurality of material layers are perpen-
dicularly stacked or horizontally arranged on an upper
surface of the first liquid crystal layer 140.

FIG. 11 is a cross-sectional view of a varifocal lens 600
according to another exemplary embodiment.

The varifocal lens 600 is different from the varifocal lens
500 of FIG. 10 in that the varifocal lens 600 includes a first
nano structure layer 660 including a plurality of nano
structures ‘ns’, instead of the first resistance layer 550. That
is, the first liquid crystal layer 140 is disposed between the
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first electrode portion 120 and the second electrode portion
570 each having a flat shape. In addition, the first nano
structure layer 660 may be disposed between the first liquid
crystal layer 140 and the second electrode portion 570. The
varifocal lens 600 may further include a first spacer 631 for
encapsulating the first liquid crystal layer 140 and a second
spacer 632 for encapsulating a space in which the first nano
structure layer 660 is disposed.

The first nano structure layer 660 may include a plurality
of nano structures ‘ns’ that are fixed on a support membrane
‘sp’. The nano structures ‘ns’ may each include, for example,
any one of carbon nanotube (CNT), gold nanowire, ZnO
nanowire, and Si nanowire. The first nano structure layer
660 is formed to generate a non-uniform electric field in the
first liquid crystal layer 140 using a property that a nano
structure maximizes a field effect. The nanostructures ‘ns’
have a non-uniform length distribution that is not limited to
the case shown in FIG. 11.

In the varifocal lenses 500 and 600 of FIGS. 10 and 11,
each of the first electrode portion 120 and the second
electrode portion 570 includes a single electrode. However,
the exemplary embodiment is not limited thereto. At least
one of the first electrode portion 120 and the second elec-
trode portion 570 may have an overall flat structure in which
a plurality of electrodes are spaced apart from each other.
For example, at least one of the first electrode portion 120
and the second electrode portion 570 may have a structure
in which a plurality of electrodes each having a fan shape are
spaced apart from each other to have a circular shape, as
shown in FIG. 5.

FIG. 12 is a cross-sectional view of a varifocal lens 700
according to another exemplary embodiment.

The varifocal lens 700 is different from the varifocal lens
600 of FIG. 11 in terms of the shapes of the second electrode
portion 170 and a first nano structure layer 760. That is, the
second electrode portion 170 has an opening and may have,
for example, a ring shape as shown in FIG. 3. A plurality of
nano structures ‘ns’ of the first nano structure layer 760 may
have a uniform length distribution.

Varifocal lenses 800, 900, 1000, and 1010 of FIGS. 13
through 16 are different from the above-described exem-
plary embodiments in that each of the varifocal lenses 800,
900, 1000, and 1010 further includes a second liquid crystal
layer 840 and a second non-uniform electric field generation
unit including third electrode portions 870, 970, 670, and
770 that each have a flat shape and form a non-uniform
electric field in the second liquid crystal layer 840. The
second non-uniform electric field formation unit includes a
resistance layer or a nanostructure, like the first non-uniform
electric field generation unit.

Hereinafter, structures of the varifocal lenses 800, 900,
1000, and 1010 will be described in detail with reference to
FIGS. 13 through 16.

The varifocal lens 800 of FIG. 13 has a structure obtained
by symmetrically arranging two varifocal lenses that each
are substantially the same as the varifocal lens 100 of FIG.
1.

That is, the varifocal lens 800 further includes the second
liquid crystal layer 840 and further includes a second
resistance layer 850 and a third electrode portion 870 in
order to generate a non-uniform electric field in the second
liquid crystal layer 840. In addition, the varifocal lens 800
may further include a second spacer 132 for encapsulating
the second liquid crystal layer 840. The first electrode
portion 120 may function as a common electrode for gen-
erating an electric field in the first liquid crystal layer 140
and the second liquid crystal layer 840. Each of the second

10

15

20

25

30

35

40

45

50

55

60

65

8

electrode portion 170 and the third electrode portion 870
may generate a non-uniform electric field in the first liquid
crystal layer 140 and the second liquid crystal layer 840
since the second electrode portion 170 and the third elec-
trode portion 870 each have different shapes from the first
electrode portion 120. Thus, the first resistance layer 150 and
the second resistance layer 850 may have a homogeneous or
inhomogeneous resistivity distribution.

The varifocal lens 900 of FIG. 14 has a structure obtained
by symmetrically arranging two varifocal lenses that each
are substantially the same as the varifocal lens 500 of FIG.
10.

That is, the varifocal lens 900 further include the second
liquid crystal layer 840 and further includes a second
resistance layer 950 and the third electrode portion 970 in
order to form a non-uniform electric field in the second
liquid crystal layer 840. In addition, the varifocal lens 900
may further include the second spacer 132 for encapsulating
the second liquid crystal layer 840. The first electrode
portion 120 may function as a common electrode for form-
ing an electric field in the first liquid crystal layer 140 and
the second liquid crystal layer 840. Each of the second
electrode portion 570 and the third electrode portion 970 has
the same shape as the first electrode portion 120. Thus, in
order to form a non-uniform electric field in the first liquid
crystal layer 140 and the second liquid crystal layer 840, the
first resistance layer 550 and the second resistance layer 950
may have an inhomogeneous resistivity distribution.

The varifocal lens 1000 of FIG. 15 has a structure
obtained by symmetrically arranging two varifocal lenses
that each are substantially the same as the varifocal lens 600
of FIG. 11.

That is, the varifocal lens 1000 further includes the second
liquid crystal layer 840 and further includes a third electrode
portion 670 and a second nanostructure layer 662 including
a plurality of nanostructures ‘ns’ in order to generate a
non-uniform electric field in the second liquid crystal layer
840. In addition, the varifocal lens 1000 may further include
a third spacer 633 for encapsulating the second liquid crystal
layer 840 and a fourth spacer 634 for encapsulating a space
in which the second nanostructure layer 662 is disposed.

The first electrode portion 120 may function as a common
electrode for generating an electric field in the first liquid
crystal layer 140 and the second liquid crystal layer 840.
Each of the second electrode portion 570 and the third
electrode portion 670 has the same shape as the first elec-
trode portion 120. Thus, in order to generate a non-uniform
electric field in the first liquid crystal layer 140 and the
second liquid crystal layer 840, the first nano structure layer
660 and the nanostructures ‘ns’ of the second nanostructure
layer 662 may have a non-uniform length distribution.

The varifocal lens 1010 of FIG. 16 has a structure
obtained by symmetrically arranging two varifocal lenses
that each are substantially the same as the varifocal lens 700
of FIG. 12.

That is, the varifocal lens 1000 further includes the second
liquid crystal layer 840 and further includes a third electrode
portion 770 and a second nanostructure layer 762 including
a plurality of nanostructures ‘ns’ in order to generate a
non-uniform electric field in the second liquid crystal layer
840. In addition, the varifocal lens 1000 may further include
the third spacer 633 for encapsulating the second liquid
crystal layer 840 and the fourth spacer 634 for encapsulating
a space formed by the second nanostructure layer 662.

The first electrode portion 120 may function as a common
electrode for generating an electric field in the first liquid
crystal layer 140 and the second liquid crystal layer 840.
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Each of the second electrode portion 170 and the third
electrode portion 770 has a different shape from the first
electrode portion 120. Due to the shapes of the second
electrode portion 170 and the third electrode portion 770, a
non-uniform electric field may be generated in the first
liquid crystal layer 140 and the second liquid crystal layer
840. Thus, the first nano structure layer 760 and the nano-
structures ‘ns’ of the second nanostructure layer 762 may
have a uniform length distribution.

Each of the varifocal lenses 800, 900, 1000, and 1010
described with reference to FIGS. 13 through 16 forms two
different lens surfaces by driving the first liquid crystal layer
140 and the second liquid crystal layer 840 separately. Thus,
each of the varifocal lenses 800, 900, 1000, and 1010 may
be designed to have various focal length by combining the
two lens surfaces.

The above-described varifocal lens uses properties
whereby a refractive index of liquid crystal layer is changed
according to a direction in which liquid crystal molecules
are aligned and includes a flat type electrode for forming
lens surfaces having various shapes in a liquid crystal layer.
In addition, the shapes of the lens surfaces may be minutely
adjusted by using a resistance layer or a nanostructure layer.

When the above-described structure is used, a light lens
may be embodied compared to a prior technology using an
electrode structure having a curved shape.

It should be understood that the exemplary embodiments
described herein should be considered in a descriptive sense
only and not for purposes of limitation. Descriptions of
features or aspects within each embodiment should typically
be considered as available for other similar features or
aspects in other embodiments.

What is claimed is:

1. A varifocal lens comprising:

a first liquid crystal layer;

a first electrode portion disposed below the first liquid
crystal layer and having a flat shape;

a first non-uniform electric field generator which gener-
ates a non-uniform electric field in the first liquid
crystal layer together with the first electrode portion,
the first non-uniform electric field generator compris-
ing a second electrode portion having a flat shape,

wherein the first non-uniform electric field generator
further comprises a first nanostructure layer disposed
between the second electrode portion and the first
liquid crystal layer and,

wherein the first nanostructure layer includes a support
membrane and a plurality of nanostructures arranged
on the support membrane, lengthy direction of the
plurality of nanostructures being protruded from the
support membrane.

2. The varifocal lens of claim 1, wherein each of the
plurality of nano structures comprises any one of carbon
nanotube (CNT), gold nanowire, ZnO nanowire, and Si
nanowire.
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3. The varifocal lens of claim 1, wherein the plurality of
nano structures has a non-uniform length distribution.

4. The varifocal lens of claim 3, wherein the first electrode
portion is shaped so as to face an entire lower surface of the
first liquid crystal layer, and

wherein the second electrode portion is shaped so as to

face an entire upper surface of the first liquid crystal
layer.

5. The varifocal lens of claim 3, wherein at least one of the
first electrode portion and the second electrode portion
comprises a structure in which a plurality of electrodes are
spaced apart from each other and are arranged to have an
overall flat structure.

6. The varifocal lens of claim 5, wherein at least one of the
first electrode portion and the second electrode portion
comprises a structure in which a plurality of electrodes each
having a fan shape are spaced apart from each other to form
a circular shape.

7. The varifocal lens of claim 1, wherein the first electrode
portion is shaped so as to face an entire lower surface of the
first liquid crystal layer, and

wherein the second electrode portion is shaped such that

an opening is formed in a central portion of the second
electrode portion and the second electrode portion faces
an edge portion of an upper surface of the first liquid
crystal layer.

8. The varifocal lens of claim 7, wherein the plurality of
nano structures have a uniform length distribution.

9. The varifocal lens of claim 1, wherein at least one of the
first electrode portion and the second electrode portion
comprises a structure in which a plurality of electrodes are
spaced apart from each other and are arranged to have an
overall flat structure.

10. The varifocal lens of claim 9, wherein the first
electrode portion comprises a structure in which a plurality
of electrodes each having a fan shape are spaced apart from
each other to form a circular shape.

11. The varifocal lens of claim 10, wherein the second
electrode portion comprises a structure in which a plurality
of electrodes that are each shaped like a fan of which an apex
portion is cut and are spaced apart from each other to form
a ring shape.

12. The varifocal lens of claim 1, further comprising:

a second liquid crystal layer disposed below the first

electrode portion; and
a second non-uniform electric field generator which gen-
erates a non-uniform electric field in the second liquid
crystal layer together with the first electrode portion,
the second non-uniform electric field generator com-
prising a third electrode portion having a flat shape,

wherein the second non-uniform electric field generator
further comprises a second nanostructure layer dis-
posed between the second liquid crystal layer and the
third electrode, the second nanostructure layer com-
prising a plurality of nano structures.
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